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Air Permeance  ASTM E2178

Assembly Air Leakage ASTM E2357

Self Sealability ASTM D1970/D1970M-11

Crack Bridging ES-AC 212/ASTM C1305-08

Pull Adhesion ASTM D4541- 09e1 

Water Vapor Transmission Rate Water and 
Desiccant Methods

ASTM E96/E96M-10
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