
Property Test Method
2015 Standard

(7 tests)

Air Permeance ASTM E2178-13

Assembly Air Leakage ASTM E2357

Pull Adhesion ASTM D4541-09E1

Peel Adhesion (of adjoining board transition 
material to factory-bonded laminated material)

ASTM D3330 / D3330M- 04 (2010) 
Method F

Water-Resistance AATCC 127-08

Fastener Sealability ASTM D1970 / D1970M-13

Water Vapor Permeance ASTM E96 / E96M- 12

Standard for Air Barrier Assemblies 
5.1 Factory-Bonded Membranes 
to Sheathing
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